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CONG TY CO PHAN ECO FRIENDLY VIET NAM 
AP CHANH – XA HAU NGHIA – TINH TAY NINH – VIET NAM 
 
The following sample(s) was/were submitted and identified by the client as: 
 

 
As above information is provided and confirmed by the applicant. SGS is not liable to the accuracy, suitability, 
reliability or/and integrity of the information. 

**************************************************  
 

 

Test Requested Conclusion 

US FDA 21 CFR 178.3800(b) (Wood) – Pentachlorophenol (PCP) content from Wood PASS 

 

Signed for and on behalf of 
SGS Vietnam LTD 

 
__________________________ 
Ung Thanh Van 
Hardline SBU Manager 
  
  

SGS Job No. : VNHL2509030710HG 

Sample Description  : “ONG HUT TRE” 

Color : “NAU” 

Characteristic : “TRE TU NHIEN” 

Date of Production : 08/2025 

Country of Origin : VIET NAM 

Country Of Destination : “DAI LOAN VA CHAU AU” 

Buyer : CONG TY CO PHAN ECO FRIENDLY VIET NAM 

Sample Receiving Date : SEPTEMBER 19, 2025 

Final Confirmed Date : SEPTEMBER 19, 2025 

Testing Period : SEPTEMBER 19, 2025 TO SEPTEMBER 25, 2025 

Test Performed : PLEASE REFER TO THE RESULT SUMMARY. 

Test Results : PLEASE REFER TO NEXT PAGE(S) 

Result Summary :  
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Test Result: 

US FDA 21 CFR 178.3800(b) (Wood) – Pentachlorophenol (PCP) content from Wood 
 
Method: With reference to US FDA 21 CFR 178.3800. Analysis was performed by GC-MS. 
 

Test Item 
Result (mg/kg) Reporting Limit  

(mg/kg) 
Permissible Limit 

(mg/kg) 1 

Pentachlorophenol (PCP) ND 0.05 50 

Comment PASS  -- -- 

 
Sample description: 
1 LIGHT YELLOW BAMBOO    

 
Note: 1. mg/kg = milligram(s) per kilogram= ppm= part(s) per million 

2. 1% = 10000ppm (mg/kg) 
3. ND = Not Detected 

 
 
 
 

PHOTO OF SUBMITTED SAMPLE FOR TESTING 
 

 
 

REPORT RESULTS REFER TO SUBMITTED SAMPLE(S) ONLY 

***END OF THE REPORT *** 
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